Section Il
Soil and Site Information

Construction Materials Table 2
Charles Mix County, South
Dakota

(The information in this table indicates the dominant soil condition but does not eliminate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest layer above
and excluding the bottom layer. The numbers in the value columns range from 0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom layer or thickest layer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)

I
Map sy mbol |Pct| Potentlal source of | Potential source of | Potential source of

and 50|I name | of | reclamation material | roadfill | topsoil
map | |
un|t| | | | |
Ratlng class and [Value| Rating class and [Value| Rating class and [Value
limiting featurels | | limiting features | | I|m||t|ng features | | |
[ [ |
AaA: | | || | |
Agar | 90 |Fair | |Poor | |Good |
Low content of |0.12 | Low strength  |0.00 | |
organic matter |
Water eroslion| 10.90 | ShTinkl—sweI |0.8|7| |
AaB: I || |
Agar | 90 |Fair | |Poor | |Good |
Low content of |0.12 | Low strength  |0.00 | |
organic matter | |
Water erosion| 10.90 | Shll'inkl—swel |0.8|7| |
AaC: I || |
Agar | 85 |Fair | |Poor | |Good |
Low content of |0.12 | Low strength  |0.00 | |
organic matter | |
Water erosion| |0.90 | Shrink—swel |0.8|7| |
Ab: | ]
Albaton————————————-— | 85 [Poor |  [Poor | |Poor |
Too clayey |0.00 | Depth to 0.00| Too Clayey 10.00
J saturated zone
Low content of |0.50 | Shrink-swell ]0.00 | Depth to |0.00
organic matter | | | | saturated zone |
Carbonatelcontent|0.97 | Low strength |(|).00 | Carbonate content|0.97
An: | ]
Albaton————————————-— | 95 [Poor |  [Poor | |Poor |
Too clayey |0.00 | Depth to 0.00| Too Clayey 10.00
saturated zone
Carbonate content|0.97 | Shrink—swell |0.00 | Depth to |0.00
saturated zone |
Low strength | [0.00 | Carlbonate content|0.97
Ao: |
Aowa | 90 |Fair | |Poo | |Good |
Low content of |0.50 | Low strength 10.00 | |
organic matter | |
Water erosion| 10.90 | | | | |
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
Ar:
Arlo 95 |Fair Poor Poor
Low cont ent of 0.12 Depth to 0. 00 Depth to 0. 00
organic nmatter saturated zone saturated zone
Car bonate content| 0. 68 Car bonate content| 0. 68
Hard to reclaim |0.82
AsA:
Arlo 45 [Fair Poor Poor
Low content of 0.12 Depth to 0. 00 Depth to 0. 00
organic natter saturated zone saturated zone
Carbonate content| 0. 68 Car bonate content| 0. 68
Hard to reclaim |0.82
Enet 35 [Fair CGood Fair
Low content of 0.12 Hard to reclaim |0.82
organic nmatter
BbC:
Beadl e—————————————- 50 |Fair Poor Fair
Too cl ayey 0. 32 Low strength 0. 00 Too O ayey 0.21
Low content of 0.50 Shri nk-swel | 0.12
organic natter
WAt er erosion 0.99
Eaki n 35 [Fair Poor Fair
Low content of 0.50 Low strength 0. 00 Too O ayey 0.79
organic natter
WAt er erosion 0. 90 Shri nk-swel | 0.87
Too cl ayey 0. 95
BcA:
Beadl e————————————- 55 | Fair Poor Fair
Too cl ayey 0. 32 Low strength 0. 00 Too O ayey 0.21
Low content of 0.50 Shri nk-swel | 0.12
organic natter
WAt er erosion 0.99
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
Jer aul d————————————- 30 | Poor Poor Poor
Sodi um cont ent 0. 00 Low strength 0. 00 Sodi um cont ent 0. 00
Low cont ent of 0.12 Shri nk-swel | 0.12 Salinity 0. 00
organic natter
Too cl ayey 0. 32 Too O ayey 0.19
Salinity 0. 88
WAt er erosion 0.99
BdF:
Betts 85 [Fair Poor Poor
Low content of 0.12 Sl ope 0. 00 Sl ope 0. 00
organic nmatter
Car bonate content|0. 92 Low strength 0. 00 Salinity 0. 88
WAt er erosion 0.99 Shri nk-swel | 0. 87 Car bonate content|0.92
BeE:
Betts 45 | Fair Poor Poor
Low content of 0.12 Low strength 0. 00 Sl ope 0. 00
organic nmatter
Car bonate content|0. 92 Shri nk-swel | 0. 87 Salinity 0. 88
WAt er erosion 0.99 Sl ope 0.92 Car bonate content| 0. 92
Et han 35 |Fair Poor Poor
Low content of 0.12 Low strength 0. 00 Sl ope 0. 00
organic nmatter
Car bonate content| 0. 68 Shri nk-swel | 0.87 Car bonate content| 0. 97
WAt er erosion 0.99 Sl ope 0.92
Bn:
Bon 85 [Fair Fai r Good
Low content of 0.50 Low strength 0.22
organic nmatter
Bo:
Bon 85 [Fair Fai r Good
Low content of 0.50 Low strength 0.22
organic nmatter
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Section |1
Soi |

(The information in this table indicates the dom nant soil

and Site Information

Construction Materials Table 2

Charles M x County,

Sout h
Dakot a

condi tion but does not elimnate the need

for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
| ng cl ass and Val ue| Rating class and Val ue| Rating class and Val ue
I ting features limting features limting features
BsD:
Boyd 55 | Poor Poor Poor
Too cl ayey 0. 00 Depth to bedrock | 0.00 Too O ay e% 0. 00
Dr ought y 0.01 Shri nk-swel | 0. 00 Depth to bedrock |0.58
Depth to bedrock |0.58 Low strength 0. 00
WAt er erosion 0.99
Sansar c————————————— 35 | Poor Poor Poor
Too cl ayey 0. 00 Depth to bedrock |0.00 Too O ay e% 0. 00
Dr ought y 0. 00 Shri nk-swel | 0. 00 Depth to bedrock |0.00
Depth to bedrock |0.00 Low strength 0. 00 Sl ope 0.37
Low content of 0. 60
organic natter
Wat er erosion 0.99
CeB:
d arno—————————————- 55 [Fair Poor Good
Low content of 0.12 Low strength 0. 00
organic nmatter
WAt er erosion 0.99 Shri nk-swel | 0. 87
Et han 25 [Fair Poor Fai r
Low content of 0.12 Low strength 0. 00 Car bonate content| 0. 97
organic nmatter
Car bonate content| 0. 68 Shri nk-swel | 0. 87
WAt er erosion 0.99
CeC:
d arno—————————————- 55 [Fair Poor Good
Low content of 0.12 Low strength 0. 00
organic nmatter
WAt er erosion 0.99 Shri nk-swel | 0. 87
Et han 30 |Fair Poor Fai r
Low content of 0.12 Low strength 0. 00 Car bonate content| 0. 97
organic nmatter
Car bonate content| 0. 68 Shri nk-swel | 0. 87
WAt er erosion 0.99
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
Da:
Degrey————————————~ 50 | Poor Poor Poor
Sodi um cont ent 0. 00 Low strength 0. 00 Too C ayey 0. 00
Too cl ayey 0. 00 Shri nk-swel | 0. 56 Sodi um cont ent 0.22
Low cont ent of 0.12 Salinity 0. 88
organic nmatter
Salinity 0. 88
WAt er erosion 0.90
Jer aul d————————————- 30 | Poor Poor Poor
Sodi um cont ent 0. 00 Low strength 0. 00 Sodi um cont ent 0. 00
Low content of 0.12 Shri nk-swel | 0.12 Salinity 0. 00
organic nmatter
Too cl ayey 0. 32 Too O ayey 0.19
Salinity 0. 88
WAt er erosion 0.99
Db:
Degrey————————————~ 45 | Poor Poor Poor
Sodi um cont ent 0. 00 Low strength 0. 00 Too C ayey 0. 00
Too cl ayey 0. 00 Shri nk-swel | 0. 56 Sodi um cont ent 0.22
Low content of 0.12 Salinity 0. 88
organic nmatter
Salinity 0. 88
WAt er erosion 0.90
wal ke 35 | Poor Poor Poor
Sodi um cont ent 0. 00 Low strength 0. 00 Sodi um cont ent 0. 00
Too cl ayey 0. 00 Shri nk-swel | 0. 47 Too C ayey 0. 00
WAt er erosion 0.90
DnC:
Del mont ~———————————— 50 | Poor Good Poor
Too sandy 0. 00 Too sandy 0. 00
Low content of 0.12 Rock fragnents 0. 00
organic nmatter
Dr ought y 0.76 Hard to reclaim |0.32
Tal no 30 | Poor Good Poor
Too sandy 0. 00 Too sandy 0. 00
Low cont ent of 0.12 Rock fragnents 0. 00
organic nmatter
Dr ought y 0.24 Hard to reclaim |0.00
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
DnA:
Dor na 85 | Poor Poor Poor
Too cl ayey 0. 00 Low strength 0. 00 Too O ayey 0. 00
Low content of 0.50 Shri nk-swel | 0. 45
organic natter
Wat er erosion 0.99
Du:
Durr st ei n——————————- 90 | Poor Poor Poor
Sodi um cont ent 0. 00 Depth to 0. 00 Sodi um cont ent 0. 00
saturated zone
Too cl ayey 0. 00 Low strength 0. 00 Depth to 0. 00
saturated zone
Low content of 0.12 Shri nk-swel | 0.12 Too O ayey 0. 00
organic nmatter
Salinity 0. 88 Salinity 0. 00
WAt er erosion 0.99
EaA:
Eaki n 85 [Fair Poor Fai r
Low content of 0.50 Low strength 0. 00 Too O ayey 0.79
organic natter
WAt er erosion 0.90 Shri nk-swel | 0. 87
Too cl ayey 0. 95
EbB:
Eaki n 45 | Fair Poor Fai r
Low content of 0.50 Low strength 0. 00 Too O ayey 0.79
organic natter
WAt er erosion 0.90 Shri nk-swel | 0. 87
Too cl ayey 0. 95
Beadl e————————————- 40 | Fair Poor Fai r
Too cl ayey 0. 32 Low strength 0. 00 Too O ayey 0.21
Low content of 0.50 Shri nk-swel | 0.12
organic natter
WAt er erosion 0.99
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
EdA:
Eaki n 55 [Fair Poor Fai r
Low cont ent of 0.50 Low strength 0. 00 Too O ayey 0.79
organic natter
WAt er erosion 0.90 Shri nk-swel | 0. 87
Too cl ayey 0. 95
Degrey————————————- 25 | Poor Poor Poor
Sodi um cont ent 0. 00 Low strength 0. 00 Too C ayey 0. 00
Too cl ayey 0. 00 Shri nk-swel | 0. 56 Sodi um cont ent 0.22
Low content of 0.12 Salinity 0. 88
organic natter
Salinity 0. 88
Wat er erosion 0.90
EeB:
Eaki n 55 [Fair Poor Fai r
Low content of 0.50 Low strength 0. 00 Too O ayey 0.79
organic natter
WAt er erosion 0.90 Shri nk-swel | 0.87
Too cl ayey 0. 95
Et han 25 [Fair Poor Fai r
Low content of 0.12 Low strength 0. 00 Car bonate content| 0. 97
organic nmatter
Car bonate content| 0. 68 Shri nk-swel | 0.87
Wat er erosion 0.99
EeC.
Eaki n 50 [Fair Poor Fai r
Low content of 0.50 Low strength 0. 00 Too O ayey 0.79
organic natter
WAt er erosion 0.90 Shri nk-swel | 0.87
Too cl ayey 0. 95
Et han 30 |Fair Poor Fai r
Low content of 0.12 Low strength 0. 00 Car bonate content| 0. 97
organic nmatter
Car bonate content| 0. 68 Shri nk-swel | 0. 87
WAt er erosion 0.99
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
EmA:
Enet 90 |[Fair Good Fai r
Low content of 0.12 Hard to reclaim |0.82
organic nmatter
EnC:
Enet 50 [Fair Good Fai r
Low content of 0.12 Hard to reclaim |0.82
organic matter
Del mont ~———————————— 35 | Poor Good Poor
Too sandy 0. 00 Too sandy 0. 00
Low cont ent of 0.12 Rock fragnents 0. 00
organic natter
Dr ought y 0.76 Hard to reclaim |0.32
Et D
Et han 45 | Fair Poor Fai r
Low content of 0.12 Low strength 0. 00 Sl ope 0.37
organic nmatter
Car bonate content| 0. 68 Shri nk-swel | 0.87 Car bonate content| 0. 97
WAt er erosion 0.99
d arno—————————————- 40 | Fair Poor Fai r
Low content of 0.12 Low strength 0. 00 Sl ope 0.37
organic natter
Wat er erosion 0.99 Shri nk-swel | 0. 87
EuC:
Et han 70 [Fair Poor Fai r
Low content of 0.12 Low strength 0. 00 Car bonate content| 0. 97
organic nmatter
Car bonate content| 0. 68 Shri nk-swel | 0. 87
WAt er erosion 0.99
Homme 20 [Fair Poor Fai r
Low content of 0.12 Low strength 0. 00 Too O ayey 0.23
organic nmatter
Too cl ayey 0.24 Shri nk-swel | 0. 64
WAt er erosion 0.99
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
GsE:
Gvi ns—————————————— 70 | Poor Poor Poor
Dr ought y 0. 00 Depth to bedrock | 0.00 Sl ope 0. 00
Car bonate content| 0. 00 Low strength 0.00 Car bonate content| 0. 00
Depth to bedrock |0.00 Sl ope 0.50 Depth to bedrock | 0.00
Low content of 0.50
organic natter
WAt er erosion 0.90
Sansar c————————————— 20 | Poor Poor Poor
Too cl ayey 0. 00 Depth to bedrock |0.00 Sl ope 0. 00
Dr ought y 0. 00 Shri nk-swel | 0. 00 Too C aye%/) 0. 00
Depth to bedrock |0.00 Low strength 0. 00 Depth to bedrock | 0.00
Low content of 0. 60 Sl ope 0.50
organic natter
WAt er erosion 0.99
Gv:
G acevi |l | e-————————- 90 | Good Poor Good
Low strength 0. 00
Shri nk-swel | 0.98
HaA:
Hand 85 [Fair Fai r Fair
Low content of 0.12 Shri nk-swel | 0.91 Salinity 0. 88
organic nmatter
Hb:
Hayni e-—————————————- 90 |Fair Poor Fair
Low content of 0.50 Low strength 0. 00 Car bonate content| 0. 97
organic natter
WAt er erosion 0.90
Car bonate content|0.97
Hc:
Hayni e Vari ant —————— 90 |Fair Poor CGood
Low content of 0.12 Low strength 0. 00
organic matter
HeB:
Henki n————————————— 90 [Fair Good Good
Low content of 0.50
organic nmatter
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
HgA:
H ghmor e——————————— 85 |Fair Poor CGood
Low cont ent of 0.50 Low strength 0. 00
organic natter
WAt er erosion 0.90 Shri nk-swel | 0. 87
HhB:
H ghmor e——————————— 50 |Fair Poor CGood
Low cont ent of 0.50 Low strength 0. 00
organic natter
WAt er erosion 0.90 Shri nk-swel | 0.87
Eaki n 25 [Fair Poor Fai r
Low content of 0.50 Low strength 0. 00 Too O ayey 0.79
organic natter
WAt er erosion 0.90 Shri nk-swel | 0. 87
Too cl ayey 0. 95
H A
H ghmor e——————————- 60 |Fair Poor Good
Low content of 0.50 Low strength 0. 00
organic nmatter
WAt er erosion 0.90 Shri nk-swel | 0.87
Wal ke 25 | Poor Poor Poor
Sodi um cont ent 0. 00 Low strength 0. 00 Sodi um cont ent 0. 00
Too cl ayey 0. 00 Shri nk-swel | 0. 47 Too C ayey 0. 00
WAt er erosion 0.90
HB:
Homme 40 | Fair Poor Fai r
Low content of 0.12 Low strength 0. 00 Too O ayey 0.23
organic nmatter
Too cl ayey 0.24 Shri nk-swel | 0. 64
WAt er erosion 0.99
Et han 30 |Fair Poor Fair
Low content of 0.12 Low strength 0. 00 Car bonate content| 0. 97
organic matter
Car bonate content| 0. 68 Shri nk-swel | 0. 87
WAt er erosion 0.99
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Section |1
Soi |

and Site Information

Construction Materials Table 2

Charles M x County,
Dakot a

(The information in this table indicates the dom nant soil

Sout h

condi tion but does not elimnate the need

for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
Onita 15 | Poor Poor Poor
Too cl ayey 0. 00 Low strength 0. 00 Too O ayey 0. 00
Low content of 0.12 Shri nk-swel | 0.59
organic natter
WAt er erosion 0.90
HoA:
Homme 60 |[Fair Poor Fai r
Low cont ent of 0.12 Low strength 0. 00 Too O ayey 0.23
organic nmatter
Too cl ayey 0.24 Shri nk-swel | 0. 64
Wat er erosion 0.99
Onita 30 | Poor Poor Poor
Too cl ayey 0. 00 Low strength 0. 00 Too O ayey 0. 00
Low content of 0.12 Shri nk-swel | 0.59
organic natter
Wat er erosion 0.90
HoB:
Homme 60 |[Fair Poor Fai r
Low content of 0.12 Low strength 0. 00 Too O ayey 0.23
organic matter
Too cl ayey 0.24 Shri nk-swel | 0. 64
WAt er erosion 0.99
Onita 25 | Poor Poor Poor
Too cl ayey 0. 00 Low strength 0. 00 Too O ayey 0. 00
Low content of 0.12 Shri nk-swel | 0.59
organic natter
WAt er erosion 0.90
HUA:
Houdek—————————————- 85 [Fair Poor Good
WAt er erosion 0.99 Low strength 0. 00
Shri nk-swel | 0. 87
HuB:
Houdek—————————————- 85 [Fair Poor Good
WAt er erosion 0.99 Low strength 0. 00
Shri nk-swel | 0. 87
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
Hv:
Hoven 85 | Poor Poor Poor
Too cl ayey 0. 00 Depth to 0. 00 Depth to 0. 00
saturated zone saturated zone
Sodi um cont ent 0. 00 Low strength 0. 00 Too C ayey 0. 00
Low content of 0.50 Shri nk-swel | 0.12 Sodi um cont ent 0.00
organic nmatter
Salinity 0. 88 Salinity 0. 00
WAt er erosion 0.99
I nB:
| naval e-————————————- 80 [ Poor Good Poor
Too sandy 0. 00 Too sandy 0. 00
Wnd erosion 0.00
Dr ought y 0.12
Low content of 0.12
organic nmatter
Nor way —————————————— 20 [ Poor Poor Poor
W nd erosion 0. 00 Depth to 0. 00 Depth to 0. 00
saturated zone saturated zone
Too sandy 0.11 Too sandy 0.11
Low content of 0.12
organic nmatter
Dr ought y 0.35
I vA:
| naval e-———————————— 90 | Poor Good Poor
Too sandy 0. 00 Too sandy 0. 00
Wnd erosion 0.00
Low content of 0.12
organic nmatter
Dr ought y 0. 80
I x:
Nor way —————————————— 90 [ Poor Poor Poor
W nd erosion 0. 00 Depth to 0. 00 Depth to 0. 00
saturated zone saturated zone
Too sandy 0.11 Too sandy 0.11
Low content of 0.12
organic nmatter
Dr ought y 0. 35
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
LaA:
Lane 90 | Poor Poor Poor
Too cl ayey 0. 00 Low strength 0. 00 Too O ayey 0. 00
Low content of 0.12 Shri nk-swel | 0.12
organic natter
WAt er erosion 0.99
LaB:
Lane 90 | Poor Poor Poor
Too cl ayey 0. 00 Low strength 0. 00 Too O ayey 0. 00
Low content of 0.12 Shri nk-swel | 0.12
organic natter
Wat er erosion 0.99
LoA:
Lowry 85 |Fair Fair CGood
Low content of 0.50 Low strength 0.22
organic natter
Wat er erosion 0.90
LoB:
Lowry 85 |Fair Fai r CGood
Low content of 0.50 Low strength 0.22
organic natter
WAt er erosion 0.90
LoC:
Lowy 85 |Fair Fair CGood
Low content of 0.50 Low strength 0.22
organic natter
WAt er erosion 0.90
LrF:
Lowy 55 | Fair Fai r Fair
Low content of 0.50 Low strength 0.22 Sl ope 0.63
organic natter
WAt er erosion 0.90
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
Gavi ns—————————————— 30 | Poor Poor Poor
Dr ought y 0. 00 Depth to bedrock |0.00 Sl ope 0. 00
Car bonate content| 0. 00 Low strength 0.00 Car bonate content| 0. 00
Depth to bedrock |0.00 Sl ope 0. 00 Depth to bedrock | 0.00
Low content of 0.50
organic natter
Wat er erosion 0.90
LsD:
Lowy 55 | Fair Fair Fair
Low cont ent of 0.50 Low strength 0.22 Sl ope 0.37
organic natter
WAt er erosion 0.90
Sul l'y 30 (Fair Fair Fair
Low content of 0.50 Low strength 0.22 Sl ope 0.37
organic natter
Wat er erosion 0.90
W
M scel | aneous Wt er
Area 100 | Not rated Not rated Not rated
MeE:
Meadi n—————————————- 90 | Poor Fai r Poor
Too sandy 0. 00 Sl ope 0. 08 Sl ope 0. 00
Low content of 0.12 Too sandy 0. 00
organic natter
Dr ought y 0.18 Rock fragnents 0. 00
Too acid 0.97 Hard to reclaim |0.00
Mo:
Mobri dge———————————- 90 |Fair Poor CGood
Low content of 0.50 Low strength 0. 00
organic natter
WAt er erosion 0.90 Shri nk-swel | 0.89
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
Mu:
Munj or —————————————- 90 |Fair CGood Fair
Low cont ent of 0.12 Too sandy 0. 15
organic nmatter
Too sandy 0. 15 Car bonate content| 0. 92
Car bonate content|0.92
CeF:
Okat on—————————————— 90 | Poor Poor Poor
Too cl ayey 0. 00 Depth to bedrock |0.00 Sl ope 0. 00
Dr ought y 0. 00 Shri nk-swel | 0. 00 Too C aye%/) 0. 00
Depth to bedrock |0.00 Low strength 0. 00 Depth to bedrock | 0.00
WAt er erosion 0.99 Sl ope 0. 00
Oh:
Onawa 90 [Fair Poor Fai r
Low content of 0.12 Low strength 0. 00 Car bonate content| 0. 97
organic natter
WAt er erosion 0.90 Shri nk-swel | 0.78
Car bonate content| 0. 97
Oom
Onawa 90 [Fair Poor Fai r
Low content of 0.12 Low strength 0. 00 Car bonate content| 0. 97
organic natter
WAt er erosion 0.90 Shri nk-swel | 0.78
Car bonate content| 0. 97
On:
Onita 85 [ Poor Poor Poor
Too cl ayey 0. 00 Low strength 0. 00 Too O ayey 0. 00
Low content of 0.12 Shri nk-swel | 0.59
organic natter
WAt er erosion 0.90
Qo:
Onita 50 [ Poor Poor Poor
Too cl ayey 0. 00 Low strength 0. 00 Too O ayey 0. 00
Low content of 0.12 Shri nk-swel | 0.59
organic nmatter
WAt er erosion 0.90
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
Davi son————————————— 35 |Fair Fai r Fai r
Low cont ent of 0.50 Low strength 0.22 Carbonate content| 0. 84
organic nmatter
Carbonate content| 0. 84 Shri nk-swel | 0.87 Depth to 0.98
saturated zone
WAt er erosion 0.99 Depth to 0.98
saturated zone
O:
Othents, Loanmy————- 80 | Not rated Not rated Not rated
Gs:
Onita 60 | Poor Poor Poor
Too cl ayey 0. 00 Low strength 0. 00 Too O ayey 0. 00
Low content of 0.12 Shri nk-swel | 0.59
organic natter
Wat er erosion 0.90
Hoven 25 | Poor Poor Poor
Too cl ayey 0. 00 Depth to 0. 00 Depth to 0. 00
saturated zone saturated zone
Sodi um cont ent 0. 00 Low strength 0. 00 Too C ayey 0. 00
Salinity 0. 88 Shri nk-swel | 0.12 Sodi um cont ent 0. 00
WAt er erosion 0.99 Salinity 0. 00
a:
Onita 55 | Poor Poor Poor
Too cl ayey 0. 00 Low strength 0. 00 Too O ayey 0. 00
Low content of 0.12 Shri nk-swel | 0.59
organic natter
WAt er erosion 0.90
Tet onka———————————- 25 | Poor Poor Poor
Too cl ayey 0. 00 Depth to 0. 00 Depth to 0. 00
saturated zone saturated zone
WAt er erosion 0.99 Low strength 0. 00 Too O ayey 0. 00
Shri nk-swel | 0.17
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
Pg:
Othents, Gavelly——|100 [Fair Not Rat ed Poor
Dr ought y 0. 05 Sl ope 0. 00 Rock fragnents 0. 00
Low content of 0.12 Sl ope 0. 00
organic natter
Too sandy 0.14 Too sandy 0.14
Hard to reclaim |0.18
PoA:
Prom se-———————————— 90 | Poor Poor Poor
Too cl ayey 0. 00 Shri nk-swel | 0. 00 Too O ayey 0. 00
Low content of 0.12 Low strength 0. 00
organic natter
WAt er erosion 0.99
PoB:
Prom se-———————————— 90 | Poor Poor Poor
Too cl ayey 0. 00 Shri nk-swel | 0. 00 Too O ayey 0. 00
Low content of 0.12 Low strength 0. 00
organic natter
WAt er erosion 0.99
Pr:
Pr osper -——————————- 90 |Fair Poor Fair
Too cl ayey 0.98 Low strength 0. 00 Too O ayey 0.93
Shri nk-swel | 0.89
Sa:
Sal no 85 [Fair Poor Poor
Salinity 0. 88 Low strength 0. 00 Depth to 0. 00
saturated zone
Carbonate content| 0. 97 Depth to 0. 00 Salinity 0. 00
saturated zone
Sodi um cont ent 0.97 Shri nk-swel | 0.87 Sodi um cont ent 0.98
Too cl ayey 0.98 Too O ayey 0.98
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
| ng cl ass and Val ue| Rating class and Val ue| Rating class and Val ue
I ting features limting features limting features
Sm
Sal no 50 [Fair Poor Poor
Salinity 0. 88 Low strength 0. 00 Depth to 0. 00
saturated zone
Carbonate content| 0. 97 Depth to 0. 00 Salinity 0. 00
saturated zone
Sodi um cont ent 0.97 Shri nk-swel | 0. 87 Sodi um cont ent 0.98
Too cl ayey 0.98 Too O ayey 0.98
Napa 35 | Poor Poor Poor
Too cl ayey 0. 00 Low strength 0. 00 Too O ayey 0. 00
Sodi um cont ent 0. 03 Shri nk-swel | 0. 00 Salinity 0. 00
Salinity 0. 88 Depth to 0. 00 Depth to 0. 00
saturated zone saturated zone
WAt er erosion 0.99 Sodi um cont ent 0. 02
SnF:
Sansar c————————————— 85 | Poor Poor Poor
Too cl ayey 0. 00 Depth to bedrock |0.00 Sl ope 0. 00
Dr ought y 0. 00 Sl ope 0. 00 Too O ay e%/) 0. 00
Depth to bedrock |0.00 Shri nk-swel | 0. 00 Depth to bedrock | 0.00
Low content of 0. 60 Low strength 0. 00
organic natter
WAt er erosion 0.99
SoF:
Sansar c————————————— 50 | Poor Poor Poor
Too cl ayey 0. 00 Depth to bedrock |0.00 Sl ope 0. 00
Dr ought y 0. 00 Sl ope 0. 00 Too O ay eg 0. 00
Depth to bedrock |0.00 Shri nk-swel | 0. 00 Depth to bedrock |0.00
Low content of 0. 60 Low strength 0. 00
organic natter
WAt er erosion 0.99
Boyd 30 | Poor Poor Poor
Too cl ayey 0. 00 Depth to bedrock |0.00 Sl ope 0. 00
Dr ought y 0.01 Shri nk-swel | 0. 00 Too O ay e% 0. 00
Depth to bedrock |0.58 Low strength 0. 00 Depth to bedrock |0.58
WAt er erosion 0.99 Sl ope 0.50
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
SrF:
Sansar c————————————— 55 | Poor Poor Poor
Too cl ayey 0. 00 Depth to bedrock |0.00 Sl ope 0. 00
Dr ought y 0. 00 Shri nk-swel | 0. 00 Too C ayeg 0. 00
Depth to bedrock |0.00 Low strength 0. 00 Depth to bedrock | 0.00
Low cont ent of 0. 60 Sl ope 0. 00
organic natter
Wat er erosion 0.99
Rock Qutcrop, Soft-—-| 30 | Not rated Not rated Not rated
SuE:
Sul l'y 80 |Fair Fai r Poor
Low content of 0.50 Low strength 0.22 Sl ope 0. 00
organic natter
WAt er erosion 0.90 Sl ope 0.92
TaC:
Tal no 100 | Poor Good Poor
Too sandy 0. 00 Too sandy 0. 00
Dr ought y 0. 08 Rock fragnents 0. 00
Low content of 0.12 Hard to reclaim |0.00
organic nmatter
TbhE:
Tal no 70 | Poor Fai r Poor
Too sandy 0. 00 Sl ope 0.92 Too sandy 0. 00
Low cont ent of 0.12 Rock fragnents 0. 00
organic nmatter
Dr ought y 0.24 Hard to reclaim |0.00
Sl ope 0. 00
Betts 20 [Fair Poor Poor
Low content of 0.12 Low strength 0. 00 Sl ope 0. 00
organic nmatter
Car bonate content|0.92 Shri nk-swel | 0. 87 Car bonate content|0.92
WAt er erosion 0.99 Sl ope 0.92
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
Te:
Tet onka———————————- 90 | Poor Poor Poor
Too cl ayey 0. 00 Depth to 0. 00 Depth to 0. 00
saturated zone saturated zone
WAt er erosion 0.99 Low strength 0. 00 Too O ayey 0. 00
Shri nk-swel | 0.17
Tn:
Tet onka———————————- 55 | Poor Poor Poor
Too cl ayey 0. 00 Depth to 0. 00 Depth to 0. 00
saturated zone saturated zone
WAt er erosion 0.99 Low strength 0. 00 Too O ayey 0. 00
Shri nk-swel | 0.16
Chancel | or —————————- 25 | Poor Poor Poor
Too cl ayey 0. 00 Low strength 0. 00 Too C ayey 0. 00
Low content of 0.50 Depth to 0. 00 Depth to 0. 00
organic natter saturated zone saturated zone
Wat er erosion 0.90 Shri nk-swel | 0.12
W
Wat er 100 | Not rated Not rated Not rated
Wi:
Wendt e Vari ant ————- 90 | Poor Poor Poor
Too cl ayey 0. 00 Shri nk-swel | 0. 00 Too O ayey 0. 00
WAt er erosion 0.99 Low strength 0. 00 Depth to 0.91
saturated zone
Depth to 0.91
saturated zone
Wo:
Wbort hi ng———————————- 85 | Poor Poor Poor
Too cl ayey 0. 00 Depth to 0. 00 Too O ayey 0. 00
saturated zone
WAt er erosion 0.99 Low strength 0. 00 Depth to 0. 00
saturated zone
Shri nk-swel | 0.00
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Section |1
Soil and Site Information

Construction Materials Table 2
Charles M x County, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of Potential source of
and soil name of recl amation materi al roadfill t opsoi |
map
uni t
Rating class and Val ue| Rating class and Val ue| Rating class and Val ue
limting features limting features limting features
w: o
Wor t hi ng—————————— 100 | Poor Poor Poor
Too cl ayey 0. 00 Depth to 0. 00 Too O ayey 0. 00
saturated zone
WAt er erosion 0.99 Low strength 0. 00 Depth to 0. 00
saturated zone
Shri nk-swel | 0.00
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